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PR B A GRS Heat treatment test report
XINXIANG DEGONG MACHINERY CO.,.LTD
K5 FRiE Inspection standard
% J1 45 Customer name ]
%A#17738 Colling method TKAA B A water
A5 & Deformation amount mm <0.5
Kl 7738 Detection methods | 84X Hardness Tester TIME TH110
fiff i k% Hardness Standard HRC HRC48-54
I8 N2 Inspection item
ih4 Product Name Crane wheel & 440x140mm | #4Jii Material 42Crmo4
i G AR
MHHE Number of test 4 Qualified product No. 4
#AbHE T A, Heat Treatment Methods Pk +18] 2k Quenched and tempered
PLL PR BRE IR BE Heat treatment of the actual test data
Sk i IR W | %
Product Name The hardness The amouht of Assessment | Quantity
deformation
5 Wheel 48.7 -0.22 Qualified 1
5 Wheel 49 -0.36 Qualified 1
5 Wheel 48.5 -0.32 Qualified 1
5 Wheel 50.5 -0.28 Qualified 1
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Plant: Changnao Industrial District, Xinxiang city, Henan province, China
E-mail: judy@dgcrane.com, Tel: +86-373-3876188, Fax:+86-373-3876088 , M.p:+86-138-493-52593





