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XINXIANG DEGONG MACHINERY CO.,LTD 

热处理品检验报告 Heat Treatment Report 

检验标准 Inspection Standard  

客户名字 

Customer name 
ALGHANIM SPECIALITIES CO.WLL 

冷却方式  

Colling method 
水冷或油冷 water  

变形量  

Deformation amount 
mm ≤0.5 

检测方式  

Detection methods 

硬度仪  

Hardness Tester 
TIME TH110 

硬度规格  

Hardness Standard 
HB 450-550 

检验内容 Inspection item 

品名 Product Name Pulley φ900 材质Material 45#Steel 

检验数量  

Number of test  
12 

合格品数量 

NO. of qualified products 
12 

热处理方式 Heat Treatment Methods   淬火回火 Quenched and tempered 

热处理实际检验数据 Actual Heat Treatment Data 

品名  

Product Name 

硬度值 

The hardness  

变形量 

The amount of deformation 

评定

Assessment 

数量

Quantity 

滑轮  Pulley 482 -0.20 Qualified 1 

滑轮  Pulley 510 -0.27 Qualified 1 

滑轮  Pulley 496 -0.23 Qualified 1 

滑轮  Pulley 488 -0.22 Qualified 1 

滑轮  Pulley 475 -0.18 Qualified 1 

滑轮  Pulley 486 -0.23 Qualified 1 

滑轮  Pulley 502 -0.26 Qualified 1 

滑轮  Pulley 494 -0.25 Qualified 1 

滑轮  Pulley 504 -0.25 Qualified 1 
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滑轮  Pulley 489 -0.19 Qualified 1 

滑轮  Pulley 479 -0.20 Qualified 1 

滑轮  Pulley 485 -0.20 Qualified 1 

检验员: 户跃华 审核: 刘景从 检验员: 

日期 Date: 2017年 10 月 29 日  


